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The sodium reordering in NaxCoO2 in the vicinity of room temperature is rationalized at high x in terms of
phase transitions between square and striped phases. A striking hexagon-of-hexagons diffraction pattern ob-
served for x=0.78 can be reproduced using coexisting square and striped phases that are related by simple
shear deformations. All compositions exhibit a partial melting transition to a disordered stripe phase just below
room temperature, which alters the topology of the electrical conduction pathways.
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Nanopatterning of sodium vacancy clusters in sodium co-
baltate, NaxCoO2, templates the Coulomb landscape on the
Co layers, and therefore, controls the electronic and mag-
netic properties.1 The concentration of sodium, x, can be al-
tered electrochemically, directly changing the number of
electrons in the triangular Co layers.2,3 Furthermore, for a
fixed composition the physical properties depend sensitively
on thermal history since quenching and slow cool from high
temperature lead to radically different heat capacity and sus-
ceptibility signals.4 These different approaches offer attrac-
tive possibilities to control the physical properties in real
time.
The structure of this system creates two different environ-
ments for the sodium: Na1 which lies between adjacent co-
balt ions and Na2 which sits on a lower-energy site at the
center of a cobalt trigonal prism. The delicate balance be-
tween these interpenetrating hexagonal lattices causes the va-
cancies on the sodium layer to become attractive at short
distances.1 Long-range Coulomb interactions then allow
these vacancy clusters to order over a long range, leading to
observable superstructure peaks. This Na+ ordering buckles
the CoO2 layer away from the occupied nearest-neighbor so-
dium sites Na1, allowing cages to form within which the
sodium ions are able to rattle. Meanwhile the Coulomb land-
scape on the cobalt layer is modified, allowing narrow con-
duction pathways and leading to strong correlation of the
electrons. Both of these properties mean that this is a
phonon-glass electron crystal, in agreement with studies of
Na1.2−xCaxCo2O4 and Li0.48Na0.35CoO2 Refs. 5 and 6 but
with a “rattler” site, and this helps to explain the high ther-
mopower in this system. Variations in the Coulomb land-
scape are expected to lead to the mixed valancy states as
observed by NMR Refs. 7–9 and possible trapping of spins
in the minima. Further observation and understanding of su-
perstructures at different concentrations, and of the relevant
transitions, will lead to greater insight into the overall control
exerted on the system by the ionic ordering.
Whereas Ref. 1 was mainly focused on low-temperature
ordering, in the range 0.75x0.92, we concentrate here
on the evolution of the sodium order as the temperature is
increased. Unexpectedly we do not observe, in the same
composition range, a simple disappearance of long-range or-
der at some critical temperature but a rearrangement of the
sodium ions from “square” long-range order to striped order
at T=285 K as reported in Ref. 1, the low-temperature cell
is a slightly deformed square with internal angles close to but
not equal to 90°, which we denote by “square cell” for sim-
plicity. Striped order continues to exist, well above room
temperature, at least up to T=350 K. The reordering of the
sodium ions is accompanied by a change in the potential
exerted by the sodium superstructure on the cobalt sites. This
has a radical influence on the topology of the conducting
paths—which have now a unidimensional profile—for the
mobile carriers in the Co planes.
Single crystals of sodium cobaltate were grown using the
floating-zone technique10 and then cleaved to produce high-
quality samples. Neutron-diffraction measurements were car-
ried out on the single crystal diffractometer SXD at ISIS and
also on the flat-cone diffractometer E2 at HZB. Complemen-
tary hard x-ray diffraction on MAGS at HZB was carried out
with an x-ray energy of 12.398 keV, giving penetration of the
sample allowing the bulk ordering to be probed. SXD uses
the neutron time-of-flight Laue method along with 2 stera-
dian coverage of solid angle by position sensitive detectors
to sample large volumes of reciprocal space.11 This provides
an overview of the superstructure peaks across many Bril-
louin zones which were then resolved at higher Q resolution
using E2. Sample conditions on SXD were controlled using a
closed-cycle He refrigerator and by a variable-temperature
cryostat on E2. Three single crystals of nominal composition
x=0.75, 0.78, and 0.92 were investigated at different tem-
peratures. The superstructure for x=0.75 and 0.92 at 150 K
are reported in Ref. 1.
Samples of x=0.75, 0.78, and 0.92 show very similar
scattering at T=350 K. However, at low temperature, the
x=0.78 single crystal showed a striking “hexagon-of-
hexagons” superstructure Fig. 1, different from that ob-
tained in both x=0.75 and x=0.92 samples.1 Figure 1e fo-
PHYSICAL REVIEW B 79, 100103R 2009
RAPID COMMUNICATIONS
1098-0121/2009/7910/1001034 ©2009 The American Physical Society100103-1
cuses on the hexagon-of-hexagons superstructure pattern that
surrounds the hexagonal Bragg-peak positions on the l=7
plane for the x=0.78 SXD data. The data show a delicate l
dependence Figs. 1a and 1b with the superstructure ap-
pearing around the Bragg positions that agree with h+2k
3n and l=even over the range of l measured and then
around all Bragg positions for odd l values below l=11 su-
perstructure peak intensities are sometimes weak around the
h+2k3n positions and for h+2k=3n and l=11. All planes
show in-plane modulations of peak intensity toward or away
from the 00l position, indicative of buckling of the CoO2
plane.1
The superstructure peaks in Fig. 1 for x=0.78 at
T=150 K can be indexed on a  115a
1
15b grid, and the
integrated intensities have been analyzed by reverse Monte
Carlo RMC using simulated annealing in the canonical en-
semble. The fictitious energy EX is defined in terms of
the mean-square deviations of the experimental intensities
from the calculated structure factors for a given three-
dimensional 3D configuration X of all particles in the unit
cell. The Metropolis algorithm is used with hopping of a
sodium ion from an occupied to a vacant site with small
displacements of surrounding ions. The temperature is
slowly decreased, and the configuration at T=0 corresponds
to the least-squares fit of the integrated peaks.
A fraction of the peaks can be identified as coming from
the square lattice described in Ref. 1 and shown in Fig. 2a,
and these were excluded from the RMC calculations. A very
robust result from RMC simulations is that the absence of
significant intensity for most superlattice reflections away
FIG. 1. Color online a and b Laue diffraction data from
SXD for Na0.78CoO2 for the l=11 and 7 planes, respectively, show-
ing the hexagon of hexagons around the Bragg-peak positions along
with the corresponding calculations c and d. The calculation
uses phase coexistence of square and stripe phases. Detail of the
agreement between data for e l=7 and f calculation. Measured
versus calculated RMC intensity for the square cell, showing the
quality of agreement; g black line shows perfect fit.
FIG. 2. Color Each panel consists of the ionic ordering on
adjacent sodium layers red spheres show occupied Na1 sites and
blue spheres show Na2 sites as described in text, in phases reported
here, separated by the Coulomb landscape on the intervening cobalt
layer white/yellow show conduction pathways. a The square
trivacancy cluster structure seen in Na0.75CoO2 Ref. 1 requires a
shear distortion parallel to the a-lattice direction to take it to b an
unobserved stripe lattice and then a further shear along b to modify
into c the stripe structure observed in Na0.78CoO2. d All three
concentrations show the same disordered stripe structure above the
melting transition at 285 K.
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from the hexagonal reciprocal-lattice points leads naturally
to multivacancy cluster patterns. For x=0.78 at T=150 K we
obtain stripes of trivacancies condensing into long-range or-
der with cell vectors a=5b−a and b=5b−4a, as shown in
Fig. 2c with vacancy clusters on the adjacent Na layers
being as far apart as possible to reduce Coulomb energy,
giving 3D order. This in-plane stripe structure is a simple
modification of the square lattice requiring only two shear
distortions, of one lattice spacing each, to the supercell to
reach this end structure Fig. 2. The buckling of the CoO2
plane induced by the sodium superstructure has a maximum
distortion along the c axis of 0.025c; the effect of this buck-
ling on the screening of the Coulomb potential is negligible.
Fourier transforms of this striped structure are then added to
the Fourier transforms of the square cell in a ratio of
Istripe
Isquare
=1.3. This summation produces remarkable agreement
with this complex data set see comparison in Fig. 1. Full
details of the RMC simulations will be reported elsewhere. A
number of experiments12,13 provide evidence for the presence
of vacancy clusters, and the formation of these clusters is
understood in terms of topological constraints and Coulomb
repulsion.1,14 This is a first-order effect involving energies of
a fraction of 1 eV. Long-range ordering of these clusters is a
more subtle effect. References 1 and 14 agree on the possible
occurrence for 0.75x0.85 of a number of long-range
commensurate superstructures with ground-state energies
differing by only a few meV, which is not significant with
respect to second-order effects such as cooperative phenom-
ena involving coupling to phonons and mobile carriers in Co
layers. We determine unambiguously which, among those
possible superstructures, the real system chooses. The full
theoretical interpretation of the results, especially our finite-
temperature transition, is a highly challenging problem.
The patterns at 350 K look quite different from those of
Ref. 1, at T=150 K, with changes in symmetry suggesting a
phase transition. The superstructure pattern above this tran-
sition can be labeled on a  15a
1
5b grid. Figure 3 shows
the l=7,10,11 cuts obtained for the x=0.75 samples at
T=350 K. Again the pattern shows a similar delicate l and
in-plane dependence.
X-ray data shows a pronounced hysteresis of over 10 K
between heating and cooling runs Fig. 4. Here
Q= 0,1.33,0 is from the square phase in Fig. 2a, whereas
the peak at Q= 0.8,0 ,0 is where the scattering is expected
for either of the striped phases in Figs. 2c and 2d. There is
a highly unusual peak in the cooling run for Q= 0.8,0 ,0.
The trivacancy clusters can sit on three possible sites
within the stripes in Fig. 2c. Consider a model where the
ordering of stripes is long range but the ordering of triva-
cancy clusters within the stripes is not coherent from one
stripe to the next. The translation vectors for this phase are
a=5b+ −1a and b=5b+ −4a where =0,1 at
random. A section of this partially disordered structure is
shown in Fig. 2d. Simulations of the scattering intensity
from this phase are in excellent agreement with the experi-
mental data for x=0.75, 0.78, and 0.92 at elevated tempera-
ture; see, for example, Fig. 3. Therefore, the phase transfor-
mation is a melting transition from the long-range-ordered
square or striped phases in Figs. 2a and 2c, respectively,
to the disordered stripe phase in Fig. 2d. The anomalous
peak in the intensity of the reflection at Q= 0.8,0 ,0 in the
cooling run below 278 K in Fig. 4a can also be explained
within this framework. If the disordered stripes in Fig. 2d
transform to the intermediate-ordered stripe phase in Fig.
2c, stronger scattering is expected at the same position in
reciprocal space before the reordering to the square phase in
Fig. 2a below 274 K.
We note that a different model with quadrivacancy clus-
ters was previously proposed for the high-temperature
phase.1 However, the model proposed here is a more satis-
factory explanation due to the simplicity of the phase trans-
formations in Fig. 2 and also agrees with quantitative RMC
analysis. All phases have the same multivacancy cluster type
trivacancy and the concentration x in each phase is the
same.
FIG. 3. Color online Above 285 K, in all three concentrations
x=0.75, 0.78, and 0.92, the long-range-ordered structure Figs.
2a and 2c melts into one with disorder between stripes, giving
the same superstructure pattern Fig. 2d. a l=11 for Na0.92CoO2
at 350 K. b l=10 and c l=7, showing the l dependence. d–f
Calculation using the disordered stripe structure.
FIG. 4. Color online Hysteresis behavior of the ordered phase
to disordered stripe transition in the intensities of superstructure
peaks measured using hard x-ray diffraction on x=0.75.
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Finally, the entropy associated with the random positions
of stripes with respect to one another is SkBNstripes ln 3,
where NstripesN represents the number of stripes N is the
number of sites in a Na plane and there are three different





N vanishes in the thermodynamic limit. Here the
disorder is static but some additional entropy could arise
from other static due to defects or dynamic disorder as
reported in Ref. 15. Additional disordering of the stripes and
longitudinal disordering of the clusters within stripes may
come into play, forming something analogous to a smectic
phase. The relatively small change in entropy involved in the
transition, and any associated electronic transitions, are indi-
cated by the lack of any large anomaly accompanying the
transition.
This structural transition is accompanied with a topologi-
cal change in the Coulomb landscape from two dimensional
2D to one dimensional 1D. Above the transition, there are
lines of Co sites at the top of the wells red stripes in Fig.
2d which are expected to remain Co3+ while the conduct-
ing holes will move along the bottom of the wells white/
yellow stripes. Since the corresponding depth, of order 200
meV, is much larger than the hopping energy t=10 meV, we
expect at room temperature kBT26 meV a strong con-
finement of the carriers along the yellow stripes. Patterning
of the Coulomb energy could also describe the observation
of surface superstructure by Pai et al.16 in which trimers of
Na are seen to order in regular arrays. This can be thought of
as Na sitting on top of the energetically favorable vacancy
sites in the underlying bulk ordering. Neutron diffraction is
not sensitive enough to observe magnetic superstructure
peaks since this will have an intensity of the order of a hun-
dredth of that of the magnetic Bragg peak from Ref. 17. The
structural transition that we observed through neutron dif-
fraction could explain some of the anomalies seen within the
270–290 K temperature range, e.g., broad bump in suscepti-
bility at 285 K in x=0.82,18 transition in optical ellipsometry
at 280 K in x=0.82,19 phonon lifetime in infrared conductiv-
ity below 295 K over a range of concentrations,20 and
anomaly in resistivity.1,21,22
In conclusion, using neutron Laue diffraction and hard
x-ray diffraction, we have observed square-to-stripe reorder-
ing of the sodium ions near room temperature. As a conse-
quence the mobile carriers have to follow restricted paths in
the Co planes with a topological change from 2D to 1D at
the transition. This is expected to lead to changes in the
topology of the Fermi surface, suggesting angle-resolved
photoemission spectroscopy ARPES measurements to test
this prediction. This 1D character of the conducting path
offers an alternative direction in developing different mate-
rials with improved thermoelectric properties. The possibility
of producing single domains using electric fields or by thin-
film deposition should be investigated since the electrical
conductivity will be higher along the stripes than for multi-
domain samples, increasing the figure of merit for thermo-
electric applications. The idea to improve the figure of merit
by reducing the dimensionality has been suggested a long
time ago.23 Here we find a self-organizing system with 1D
conducting stripes on the nanoscale.
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